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CHANGZHOU HUATONG
WELDING INDUSTRY CO,,LTD.

MILL TEST CERTIFICATE

EN 10204:2004/2.2

Our Inv. (Ref) No. DATE CERT NO.
HT13709005 JAN.07,2014 010705
consignee ref. BUYER REF PACK
10 CTNS
FINLEX INTERNATIONAL LTD REQUIREMENTS

BUNKELL ROAD

RACKHEATH INDUSTRIAL ESTATE
NORWICH

NORFOLK

NR13 6PU UNITED KINGDOM

PRODUCT
Stainless Steel Solid Wire
For MIG Welding

AWS A5.9 :ER309L
EN 12072: G 2312 L
JIS Y309L

BRAND MARK

AWS ER309L MIG

DESIGNATION
ER309L

INSPECTOR STAMP

It is to state the test results are rheet with the
requirements of the order,
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DATE OF LOADING
DEC.17,2013 at factory

TERMS OF DELIVERY
FOB SHANGHAI

LOT NO. Spec. N.WEIGHT PCS. MFG. DATE
135031910 1.0mm 15kg/D300 150 KGS 10 CTNS W50,2013
CHEMICAL COMPOSITION
LOT NO c Si P S Cr Ni Mo Cu
135031910 0.017 0.56 2,34 0.013 0.011 23.43 13.78 0.03 0.05

TEST RESULT

TENSILE TEST

LOT NO Rp0.2/ReH

N/mm2

Rm

N/mm2

Typical Values

IMPACT TEST
A TEMP. Kv2
% T ]

REPORTED STRENGTH VALUES ARE STATISTICAL DATA DERIVED
FROM ROUTINE TESTING OF THE ITEM IN QUESTION.

THE REQUIREMENTS STIPULATED ARE SATISFIED.
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