TEST CERTIFICATE

BUYER:FINLEX UK LTD

COMMODITY:ALUMINIUM WELDING WIRE
TECHNICAL CONDITION:GB/T 3190-1996

ORDER NO:20080915

BATCH NO:F-023
DATE:10/23/2008

ALLOY SPECIFICATION | TEMPER WEIGHT MAMIFACTIRE MOOE
1.6mmX1000mm 100kgs EXRU | DRAWING | ROLLING
2.4mmX1000mm 100kgs SION

ER 5556 3.2mmX1000min 100kgs
1.0mmx6.5kg/spool 130kgs
1.2mmx6.5kg/spool 130kgs

CHEMICAL AL Si | Fe Cu | Mn | Mg Zn Ni |Cr Ti Zr | Be |V

COMPOSITION /

requirement balance | O O o 0.60 | 4.70- | 0020 | — 0.05- 005- |— | O —
0.25 | 0.40 0.10 | -1.0 | 5.50 0.20 0.20 0.00

03

Actual result balance | 0.06 | 0.158 | 0.00 | 0.12 | 5.10 0.007 | — 0.10 0.11 — 0.00 | —

5 5 03
MECHANICAL | TENSILE 0.2 STRESS ELONGATI | HARDNESS
PROPERTIES STRENGTH ON
HV HB
requirement 2275 125 =10 =50
Actual result 280 125 10 52
PRESSURE TEST GRAINSIZE MICROSTRUCTURE | ELONGATION SPECIFICATION
1 AWS A5.10
DIMENSIONAL RESULTS
ITEM SPECIFICATION MEASUREMENT OK NOT OK
RESULT
1) +-0.01 +/-0.01 v
REMARK:
INSPECTOR:ZHENG FEI FENG GENERAL MANAGER:LIN ZHONGQIANG
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