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INSPECTION CERTIFICATE {3.1) - Chemical analysis

TEST REPORT (2.2) - Mechanical properties

Coate: 2021-05-24 Certificate number ECZR437609 rav. 0
Our ondgr: D002 TI865 Your ardar AVSZ10631
Cur refarence; _auise Cox o relerancs
Customar numbar: GRBE00E4T oA fas number
Customer grdar date: 20210322 Year e-mall;
[vypice addreas Becaiver of cedificals Dalivary pddress
DELIVERY Lot number: PAWIZE1005" Cluantiny: IPK
PRODUCT CHEMICAL COMPOSITION
Srand: ESLE
Description: QK Tigrod 3151 1.2¢1000mm Skg Actual resulls: ace to EM 10204 - 3.1
lterm number: 16301 2R 150

WWiredstri
CLASSIFICATIONS =
EN ISO 14343-A- W 18123 L Aundliary;
SFA/AWS A5.9: ER316L c 0.07%
Warkstoffnummer; ~1.4430 S 0.35%

Tyl 1.6%

F 0.0 %

= 0.02%

Cr 18.8%

i 11.9%

fio 2.6%

Cu 0.2%
MECHANICAL PROPERTIES Ferrite FN g

Typical data: acc to EM 10204 - 2.2

Standard;

HAusxlliary:

Condition:

TEMSILE

Rpi.2 Firr A5
470 MPa GO0 MPBa 32 %
IMPACT

Temp B0 0 =196 °C
AT 1300 Tal
COMMENTS

Product suppbed under a QA Programma fulfilling the EN IS0 8001 standard

This certificate is produced electronically and |s valid without signature.

Flease refer any querias 1o:

ESAB Group (UK) Ltd, Warlies Park House Horseshoe Hill, Upshire, Essex, EN9 351 +44 1992-768515

Validation - Chemical Analysis

Jasaf Morawak

Cuality Manager

‘“Validation - Cthers

Par-fke Binrnabadl



