BAOYAO IMPORT & EXPORT CO., LTD.

BUYER: FINLEX UK LTD
COMMODITY: ALUMINUM WELDING WIRE
TECHNICAL CONDITION: GR3190-1208

TEST CERTIFICATE

ORDER NO.: KROO3
BATCH NO.; XY00B04102
DATE: 04/08/2008
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1 in thirty days you can demur at the product quality if you have dissidences exceeding the time limit we

| should not
! accept and hear a'case .

: 2 Show us the quality guarantee NO. when you demur .
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