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Purchaser Musteri WILKINSON STAR UNITED KINGDOM
Order Nr Siparis No 02/WS/692-2020
Product Group Uriin Grubu Covered electrode - stainless, high alloyed
Brand Name  Uriin Adi GeKa MMA - ELOX R 316 L-17, E 316 L-17, PLASTIC BOX, 3 KG
Standard Standard ASME SECTION IIC SFA/AWS A5.4 TS EN ISO 3581-A:12
Classification Isareti E316L-17 E19123LR 32
Size Boyutu 2,50x250 mm -
Quantity Miktari 180 Kg
Serial Nr Seri No 20-2240090
Charge Nr Sarj No 090
Chemical Composition of Weld Metal (%) Kaynak Metalinin Kimyasal Analizi (%)
C“S"’:gfq:r c | si| M| P | s | c | N | M| cul Fe| - - - . ; ; ;
AWS <0,04 <1,0 0,5-2,5 <0,04 <0,03 17,0-20,0 11,0-14,0 | 2,0-30 . <0,75 Rest/Kalan | ;
TS/EN/AISO <0,04 <1,2 <2,;_ -<OD\’:‘ ;0.025 17,0-20,0 10,0-13,0 | 2,5-3,0 l = Rest/Kalan | :
090 0,011 0,557 0,794 | 0,019 | 0,011 [18,890| 11,340 | 2,690 | 0,037 |Restalar) - - - - . = .
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Mechanical Properties Kaynak Metalinin Mekanik Degerleri
Tensile Test Cekme Testi - ENISO 6892-1 Impact Test Centik Darbe Testi -ENISO 148-1:10
Specimen preparation Test parcasi hazirlanmasi - EN ISO 5178:11 Specimen preparation Test pargasi hazirlanmasi - EN ISO 9016:11
T Test | Ry Rn [ A Test KV Kv | ' ‘
Temperature | Yield Strength |Tensile Strength] Elong. | Temperature [mpact Strength| AverageHardnes¢Radiographic test| Heat treatment
Test sicakhid | Akma Dayanimi \Cekme Dayan|m|I Uzama | Test sicakhdi | Darbe Enerjisi |Ortalamd Sertlik | Radyografi testi Isil islem
°c N/ mm? N/mm?  |%L,=5d, °c | J - -
AWs 20 - >490 [ s30 . ; N N -
| TSENISO 20 >320 510 | »2 " i R -
20 min. 355 540 -670 | min. 30 +20 - min. 47| - -
- e | = As welded
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