
CERTIFICATE OF CONFORMITY
TO EN10204 : 2004-3.1

TEST CERT INFORMATION
Part Number: RC3161540 Cert Date: 5/8/2021

Batch Number: D4S328E Pack Size: 4kg

Product Description: SIFCHROME 316L 1.6MM 4.0KG Diameter: 1.5mm

Standard: EN ISO 3581 E 19 12 3 LR 12 GRN: G44559

Test Cert Number: 20200511 Entered By: SD

CHEMICAL COMPOSITION ANALYSIS

Element Actual %
C 0.024
Cr 19.8
Cu 0.06
Mn 0.67
Mo 2.84
Ni 11.65
P 0.024
S 0.007
Si 0.83

REMARKS
31743
-

CUSTOMER / ORDER DETAILS
Issued To: FINLEX INTERNATIONAL LTD Issued By: Lynsey

Address: BUNKELL ROAD Order ID: WW355809
RACKHEATH INDUSTRIAL ESTATE Quantity: 1
NORWICH, NORFOLK Post Code: NR13 6PU

The above material has been manufactured and supplied in compliance with a certified ISO 9001 quality-assurance system.

STANDARD CONFORMITY
The above material conforms to: Signed:
EN ISO 3581 E 19 12 3 LR 12 This certificate is produced electronically in

accordance with controlled procedures and
is valid without signature.


